OFDA 2000 REPORT
Local Cloth 2/21/21 (8Records)
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Echoview Fiber Mill i " Job Details
Phone 855 693 4237 OFDA 2000 REPORT Judi Jetson
%njm._tofcii:{a@:chowewwewflberm|ll.com Local Cloth 2/21/21 (8Records) Reference: 0223 - 0223
upiter Roa : -
Weaverville, NC 28787 — Tested: Feb 22, 2021
f’eé 22
18 EID: 33 Staple Len: 85.0 mm
16 EarTag : Mohair Rov Min Mic: 27.8 mic
MicRank : 5 32 Max Mic : 29.3 mic
141 Micron : 28.3 mic Finest Point From Tip : 60.0 mm
MicDev : +0.9 mic 31 Fibre Ends: 0.5 mic
o 121 SD: 5.5mic SDAlong: 0.40 mic
£ .0 CVD: 19.6 % 30
i CEM: 10.1 mic 29
5 8- <15: 02%
°\° CF: 715% 28
6 - SF: 27.2 mic
CRV: 24.6 Dg/mm 27
4 SDC: 24.8 Dg/mm ”
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18 EID: 33 Staple Len: 80.0 mm
16 - EarTag : Mohair Rov - Min Mic : 27.6 mic
MicRank : 4 ' Max Mic : 29.0 mic
144 Micron : 28.0 mic 31 Finest Point From Tip:  75.0 mm
MicDev : +0.6 mic Fibre Ends : -0.2 mic
o 121 SD: 5.5mic 30 SDAlong : 0.40 mic
£ 10d CVD: 19.6%
L CEM: 10.0 mic 29
5 8| <15: 03%
X CF: 723% 28
6 - SF: 26.9 mic .
CRV: 26.0Dg/mm 2
4 SDC: 28.0Dg/mm
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